






Absorotioo fRltratioo Method} 

The cotton fibers were ground to 20 mesh in a 
Wiley mill. A dry sample (0. 1 g) was immersed in 50 
ml of distilled water for 30 minutes and poured into 
a 40 mesh sieve of known weight. Water was 
allowed to drain for one hour, then the wet sample 
and the screen were weighed. Absorbency was 
determined as follows: 

Absorbency (g-water/g-sample) = (£:lli 
a 

where a = weight of the dry sample, b = weight of 
the sieve, and c = weight of the wet sample plus the 
weight of the sieve. 

Actually, this technique measures water that has 
been adsorbed (adhered to the sl;Jrface), absorbed 
(held in the void spaces). and that retained by 

Exhibit 4: Absorbency of Cotton Fibers 

Micronaire Readings 

Treatment 2.7 4.4 7.0 

A 13.6 17.6 18.8 

B 25.6 19.6 24.1 

C 28.8 27.1 27.5 

D 65.5 62.4 62.7 

• Expressed as g water/g sample 

hydrogen bonding with hydroxy l groups and 
carboxyl groups on and within the cotton fibers. 

Absorbency as measured by the filtration 
method is directly (Le" positively) re lated to 
micronaire in the unmodified cottons (Treatment A 
in Exhibit 4). This is due large ly to the greater 
surface area. This direct relationship with 
micronaire disappears, however, with any of the 
three treatments used to modify the fibers. 80th 
Treatment B and Treatment C result in substantial 
increases in water absorbency, from the vicinity of 
13 to 19 grams to the vicinity of 20 to 30 grams. 
Again, the impact of Treatment 0 was remarkable. 
with absorbency exceeding 60 grams of water in all 
three samples. 

Gin Motes 

During the ginning process substantial amounts 
of cotton waste (motes) are generated. Utilization of 
these motes in the manufacture of absorbent cotton 
could be cost-effective. For this study, the motes 
were mechanically separated from the trash using 

the Shirley Analyzer. Since raw cotton is not wetted 
by water, and in our process cotton fibers must first 
be saturated with the acrylamide. a one-percent 
non ionic wetting agent on the weight of the fiber 
was incorporated in the aqueous solution of 
acrylamide. The motes were treated with 20% 

Exhibit 5: Results of Treatment 0 on Gin Motes' 

Carboxyl Contents (%) 6.76 

Water Retention (%) 5973 

Absorbency (g water/g sample) 67.2 

• With use of wetting agent 

acrylamide with non ionic wetting agent and 20% 
sodi um hydroxide (Treatment D). Exhibit 5 shows 
that results obtained compared favorably with those 
obtained for the staple fibers. 

Conclusion 

It has been shown on a laboratory scale that 
cotton fibers, including waste cotton (motes), can be 
chemically modified using acrylamide and sodium 
hydroxide in aqueous solution at room temperature 
to obtain highly absorbent materials. This process 
is simple in comparison with a two-step process 
wherein in the first step acrylamide was graft 
polymerized on cotton fibers using ceric ammonium 
nitrate as a free radical initiator and in the second 
step amido groups of the grafted polymer were 
saponified at high temperature (2). 

The chemicals used (acrylamide and sodium 
hydroxide) are com mercially available and 
economical to use. Based on a per-pound cost of 
74 cents for acrylamide and 17 cents for sodium 
hydroxide, the chemical costs for manufacturing 
one pound of absorbent material, using 20% 
acrylamide and 20% sodium hydroxide , are 14.8 
cents and 3.4 cents, respectively. It is likely that the 
chemical cost for manufacturing could be reduced 
after optimization of the process. Since the wetting 
agent worked very well on the raw cotton motes, it 
could also be used on raw staple fibers to avoid the 
expense of scouring . Furthermore. the ammonia 
evolved during the process could be recovered for 
use as a fertilizer. 

This research was funded by the Texas Food 
and Fibers Commission and was conducted by Dr. 
R. D. Mehta, Head of Finishes/Chemical Research 
at the ITC. 
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BOONE RETIRES, , , 

Mrs. Harriet Boone, Information Specialist at the 
lTC, retired April 30, 1995, ending nineteen years of 
employment. She was involved in all aspects of 
communication/public relations; including pro
duction of all types of written reports, answering 
written and telephone inquires, scheduling and 
conducting tours, and coordinating meetings and 
seminars. Harriet also managed the ITC library, 
which she recently helped to remade!. We wish 
Harriet the best of everything, and we look forward 
to her continued friendship in the years ahead. 

TEXAS COTTON QUALITY EVALUATED 

The fifteen annual fiber and spinning test report 
on selected commercial varieties of Texas cotton is 
now available for distribution. Results are provided 
on representative bales of cotton from all major 
production areas throughout Texas. For the second 
consecutive year, combed yarn data are provided 
for selected Upland cotton varieties with longer 
staple lengths. For the first time, results on roller
ginned Pima cotton are reported. 

To request a complimentary copy of this report, 
contact Pam Alspaugh, Information Specialist at the 
ITC. 

, , , ALSPAUGH JOINS ITC 

Pam Creel Alspaugh has filled the Information 
Specialist pOSition, effective May 15, 1995. She 
comes to the ITC after 7 1/2 years in Video Services 
of Texas Tech University. In 1995 she was awarded 
a national honor for promising new professionals by 
Agricultural Communicators in Education (ACE). 
Pam comes to meet the challenge of expanding the 
communication/public relations outreach of the lTC, 
including the execution of written, audio and video 
projects under contractual arrangements. We are 
excited by the new initiatives she will bring to our 
center. 

TEXTILE SEMINAR SCHEDULED 

A two-day seminar of the principals on Fibers 
and Textiles has been scheduled for June 20- 21, 
1995. This seminar was designed for Gatton 
Breeders, Seedsmen and Agricultural Consultants. 
It will cover spinning test measurements, 
terminology, test variation, and relationsh ips among 
fiber properties and processing performance. On 
completion of the seminar, the participants will be 
able to interpret all the data contained in a fiber and 
spinning report. 

Further information may be obtained by 
contacting Charlotte Anderson, Administrative 
Assistant at the ITC. 



THE SDL MICROMAT PLACED IN SERVICE 

A new "micromat" instrument for measuring fiber 
fineness and maturity was installed in April. It was 
provided by SOL International Ltd. of Stockport , 
England. The International Texti le Center has been 
involved in the evaluation of four models of Shirley 
FMT instruments since the 1970's. Early test results 
from the "Micro mat" indicate that the repeatability is 
superior to our FMT III instruments, while the test 
levels are consistent among them. 

CHIKKODI RECEIVES ACADEMIC HONORS 

Mr. Shridhar Chikkodi, Research Associate at 
the lTC, is also in the Ph.D. program of the Co llege 
of Human Sciences, Texas Tech Univers ity. His 
outstanding performances has been recogn ized by: 
• the Educational Foundation of Phi Ups ilon 

Omicron, which awarded him the Diamond 
Anniversary Fe llowship for 1995, and 

• Texas Tech Un iversity, wh ich awarded him the 
Carl Cox Scholarship for 1995. 
Mr. Chikkodi's research focus in his Ph.D. 

program is on enzyme technology in textile 
processing. His duties at the ITC fall into two major 
categories: assisting in all aspects of the Chemical 
Finishing Laboratory and managing the ITC 
computer system. 

VISITORS 

Visitors to the International Texti le Center during 
the past three months include: 

• Robin Hurre ll , KSR Instru ments, Leigh, 
ENGLAND; 

• Carson County 4-H, Panhandle, TX; 
• Benny Lanssens, Picanol, Greenville, SC; 
• David Goldman, Wellm an Industri es, New York 

City, NY; 
• Johnie Nehring, G & P Seed Co. Inc., Aquilla, 

TX; 
• Dan Pustejovsky, P&H Seeds, Inc., Hillsboro, 

TX; 
• Dr. G.D. Hefer, Tongaat Cotton, Warmsbath, 

SOUTH AFR ICA; 
• Mel Ueckermann, Tongaat Cotton, Warmsbath, 

SOUTH AFRICA; 
• Joe Essick, Ze llweger Uster, At lanta, GA; 

ETHRIDGE VISITS MAINLAND CHINA 

Dr. Dean Ethridge, Director of the lTC, toured 
through China for two weeks during March and 
April. He traveled with a group organized by the 
Texas Department of Agricu lture. Major areas 
visited were located near Beijing, Xian, Guilin, and 
Guangzhou. Throughout the tour, he visited with 
various people in research and in industry regarding 
cotton, wool, mohair, and cashmere fibers. He also 
took the advantage of the opportunity to visit the 
Hong Kong office of Cotton Council International. 

SPEED VISITS THE TEXAS HILL COUNTRY 

Rainey Speed, Manager of Long Staple 
Processing at the ITC attended the "Seventh 
Annual Texas Mohair Tour" on April 27 through 
April 30, 1995. The tour is sponsored annually by 
the Mohair Counci l of America. Mr. Speed toured 
the Texas Hill Country with a diverse group of 
people connected with the Mohair industry- texti le 
manufacturers, designers, reporters, buyers and 
mohair producers. In addition to exchanging 
information and ideas, participants observed 
ranch ing, shearing, warehousing, scouring and 
topmaking. 

• Joe O'Nei ll , President, New York Cotton 
Exchange, New York City, NY; 

• Ed White, Zellweger Uster, Memphis, TN; 
• Keth Henley, Cotton Outlook, Memphis, TN; 
• Onnie Sumangil , NationsBank, Dallas, TX; 
• Terry Townsend, International Cotton Advisory 

Committee, Washington, D.C.; 
• Ed Hughes, USDA-ARS, Mesilla Park, NM; 
• Sahail Barlas, Vital, LTD., Sialkat, Pakistan; 
• Frank Jones, Lubbock, TX; 
• Shelley Harp, Associate Professor, MEDCE, 

College of Human Sciences, Texas Tech 
Univers ity, Lubbock,TX; 

• Vicki Evans, Evans Associates, Huntsville, AL; 
• Tom Hunt, Tom Hunt Textiles, Inc., Dallas, TX; 
• Joe Amason, Lorenzo Textile Mills, Lorenzo, TX; 
• Cal and Susan Brints , Oak Creek Products, 

Lubbock, TX; 
• Sheri Dragoo , Texas Women's University, 

Denton, TX; 



• Tommy Fond ren, Lorenzo Cotton Producer, 
Lorenzo, TX; 

• Pat Helton, Texas Tech University Small 
Business Development, Lubbock, TX; 

• Carol Jean Bartlett, Sen. John T. Montfo rd 's 
Office, Austin , TX; 

• Norma Ritz, Texas Dept. of Agriculture, 
Lubbock, TX ; 

• Barbara Upsal, Research Analysis & 
Maintenance Inc., EI Paso, TX; 

• Elizabeth G. Haley, Dean, College of Human 
Sciences, Texas Tech University, Lubbock, TX; 

• Jane Craig, The University of Texas, Austin, TX; 
• Janie VanZandt, CT&M Doctoral Candidate, 

Pampa, TX; 
• Brian Murray, Texas Dept. of Agriculture, Austin, 

TX; 
• Jinger Eberspacher, Associate Professor, 

MEDCE, College of Human Sciences, Texas 
Tech University, Lubbock, TX; 

• Bobby Champion, Texas Dept. of Agricu lture, 
Austin, TX; 

• Mark Ellison, Texas Dept. of Agriculture, Austin, 
TX; 

• Charles Johnson, Johnson Filtration, Amarillo, 
TX ; 

• Betsy Henderson, Assistant Professor, MEDCE, 
College of Human Sciences, Texas Tech 
University, Lubbock, TX; 

• Jane Ann Stin nett, Stinnett Enterprises Inc., 
Lubbock, TX; 

• Michael A. Mendoza, Dallas Market Center, 
Dallas, TX; 

• Zane Wil lard, Sheep & Goat Raisers 
Association, San Angelo, TX; 

• JoAnn Shroyer, College of Hu man Sciences, 
Texas Tech University, Lubbock, TX ; 

• Barbara Williams, Tarleton State Unive rs ity, 
Stephenville, TX; 

• Jeri Pool- Marcus. Texas Food & Fibers 
Commission, Dallas, TX; 

• Mary Curl, Director of External Relations. 
College of Human Sciences, Texas Tech 
University, Lubbock, TX; 

• Mohamed Fouad Kabbaj, B.B.K., Berrechid, 
MOROCCO; 

• Abdelhamid Seddiki, COTEF, Fes, MOROCCO; 
• Abdou Belhkayat, FILCOP, Fes, MOROCCO; 
• Mohammed Ghazlani Jamai, Ghazafil , 

Casablanca, MOROCCO; 
• Dimitris Petratos, ICaZ, Casablanca, 

MOROCCO; 
• Aziz EI Idrissi, Le Petit Poussion S. A., 

Casablanca, MOROCCO; 
• Omar Chraibi, SATEX, Casablanca, 

MOROCCO; 
• Salah Eddine Mezouar, SETTAVEX, S.A. , 

Settat, MOROCCO; 
• Aziz Abdelali, Agricultural Specialist , American 

Embassy, Rabat, MOROCCO; 
• Will Bettendo rf. Cotton Council International, 

London, ENGLAND; 
• Vaughn Jordan, Cotton Council International , 

Washington, D.C.; 
• Kim, Lee and Katie McDonald, Pampa, TX; 
• Wayman Jackson, Levelland Knitting Mill, 

Levelland, TX: 
• Don Slease, Levelland Knitting Mi ll , LeveUand, 

TX ; 
• Jack Bruce, Levelland Knitting Mill, Levelland. 

TX; 
• David Butterworth, Johnson & Johnson Medical, 

Arlington, TX; 
• Hans Odoo, Ekhamn, SWEDEN; 
• Matilde Vretblad, SIS Environmental Labelling, 

Stockholm, SWEDEN; 
• Urban Zonolor, SIS Environmental Labelling. 

Stockholm, SWEDEN; 
• Jaclyn Harman and Helen Tierney, No. 

Montpelier, VT; 
• Norma Tierney, Wolfforth, TX; 
• Roger T. Walker, Federal Aviation Association, 

Lubbock, TX; 
• Keith Harwood, SOL International Ltd ., 

Manchester, ENGLAND; 
• Elaine Warner, Edmond, OK; 
• Michael Reeves, Lubbock Tourism and Visitors 

Bureau, Lubbock, TX; 
• Six students from Hale Center High School, 

Hale Center, TX; 
• Six students from Roosevel t High School, Acuff, 

TX. 


